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Signhature in this report indicates final approval and validity of data reference.

Pulps & bulk samples processed and reported by the laboratory will be stored after approving final results just for 15 days.

The taken samples only represents typical value of stock pile. It does not approve or reject the whole shipment and not representing of whole aspect of the cargo.
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Element SI0O2 Al203 CaO Fet K20 MgO MnO Na20 P S 7102 FeO
Unit % % % % % % % % % % % %
DL 0.01 0.01 0.01 0.01 0.01 0.01 0.01 0.01 0.01 0.05 0.01 0.01
CO

HCO1113 1.37 0.58 1.95 66.43 0.01 0.87 0.41 0.01 <0.01 0.256 0.07 19.45
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